
January 13, 2000 

Fred R Rippy, Inc 
12471 E Washington Blvd 
Whittier, CA 90602-1075 

Attn: Fred Rippy 

Job No: 45101 

WEST COAST 
ANALYTICAL 
SERVICE, INC. 
Analytical Chemists 

LABORATORY REPORT 

Samples Received: Two (2) Samples 
Date Received: 01/06/2000 
Purchase Order No: PAID IN FULL 

The samples were analyzed as follows: 

Analysis 

CCR(17) Metals by ICPMS 

D.J. 
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WEST COAST ANALYTICAL SERVICE, INC. 

Fred R Kippy, Inc Job No: 45101 
Attn: Fred Rippy January 13, 2000 

LABORATORY REPORT 

CCR (17) Metals 
Quantitative Analysis Report 

Inductively Coupled Plasma - Mass Spectrometry 
Total Metals Concentration - Parts Per Million 

Sample ID: Glass 

* May Exceed STLC Limits 
10 X STLC TTLC 

Sample Detection Limits Limits 
mdkq Limit mg/kq mg/kg 

Ant imony 
Arsenic 
Barium 
Beryl1 ium 
Cadmium 
Chromium 

Cobalt 
Copper 
Lead 
Mercury 
Molybdenum 
Nickel 
Selenium 
Silver 
Thallium 
Vanadium 
Zinc 

1.65 
1.54 
60 

0.05 
99 

(total) 78 

150 
50 

1000 
8 

10 
(Cr VI) 50 
(Cr 111) 5600 

8 0 0  

250 
50 

2 
3500 
200 
10 
50 
7 0  

240 
2500 

(1) Chromium is reported above as total chromium in sample. 
( 2 )  10 X STLC Limits are used for comparison due to the 1/10 
dilution of the sample during leachate preparation. 

Date Analyzed: 1-11-00 

This report is to be reproduced in its entirety 
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Fred R Rippy, Inc 
Attn: Fred Rippy 

WEST COAST ANALYTICAL SERVICE, INC. 

Job No: 45101 
January 13, 2000 

LABORATORY REPORT 

CCR (17) Metals 
Quantitative Analysis Report 

Inductively Coupled Plasma - Mass Spectrometry 
Total Metals Concentration - Parts Per Million 

Sample ID: Sand 

10 X STLC TTLC 
Sample (Average) Detection Limits Limits 

mg/kq Limit mq/kg mq/kq 

Antimony 
Arsenic 
Barium 
Beryllium 
Cadmium 
Chromium 

Cobalt 
Copper 
Lead 
Mercury 
Molybdenum 
Nickel 
Selenium 
Silver 
Thallium 
Vanadium 
Zinc 

0.17 
ND 

5.5 
0.06 
1.5 

(total) 29.6 

150 
50 

1000 
8 

10 

(Cr VI) 50 
(Cr 111) 5600 

800 
250 
50 
2 

3500 
200 
10 
50 
70 
240 
2500 

(1) Chromium is reported above as total chromium in sample. 
( 2 )  10 X STLC Limits are used for comparison due to the 1/10 
dilution of the sample during leachate preparation. 

Date Analyzed: 1-11-00 

T h i s  repor t  i s  t o  be reproduced i n  i ts  e n t i r e t y .  
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WEST COAST ANALYTICAL SERVICE, INC. 

Fred R Rippy, Inc 
Attn: Fred Rippy 

Job No: 45101 
January 13, 2000 

LABORATORY REPORT 

Quality Control Summary 

Sample: Sand 

Parts per Million (mg/kg) 

Antimony 
Arsenic 
Barium 
Beryllium 
Cadmium 
Chromium 
Cobalt 
Copper 
Lead 
Mercury 
Molybdenum 
Nickel 
Selenium 
Silver 
Thallium 
Vanadium 
Zinc 

Sample Duplicate a 
Spike 

%RPD Conc. 

Date Analyzed: 1-11-00 

NR - Not reported; sample result exceeds spike concentration. 

Note: %RPD is higher than expected for some elements; probable sample 
nonhomogeneity. 

This repor t  i s  to be reproduced in its entirety. 
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Fred R Rippy, Inc 
Attn: Fred Rippy 

WEST COAST ANALYTICAL SERVICE, INC. 

Job No: 45101 
January 13, 2000 

LABORATORY REPORT 

Antimony 
Arsenic 
Barium 
Beryllium 
Cadmium 
Chromium 
Cobalt 
Copper 
Lead 
Mercury 
Molybdenum 
Nickel 
Selenium 
Silver 
Thallium 
Vanadium 
Zinc 

Quality Control Summary 

Sample: Laboratory Fortified Blank (LFB) 

Parts Per Million (mg/L) 

Blank Spike LFB o, 

Result Conc . Result Recovery 

Date Analyzed: 1-11-00 

This report is to be reproduced in its entirety. 
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Client: FRED R RIPPY, INC. 
Job Number: 45486 

Selected Metals in STLC Leachate 
Quantitative Analysik Report 

Inductively Coupled Plasma - Mass Spectrometry 

Leachate Metals Concentration - Parts Per Million (mg/L) 

Glass 
mg / L 

STLC 
netection Limits 

Limit . mg/L 

Cadmium 8.9 **'? 0.001 1 

Chromium (total) 2 

Copper 1.01 

0 - 2  (Cr VI) 5 
(Cr 111) 560 

0.006 25 

Lead 

N i c k e l  

Date Analyzed: 2-10-00 

(1) Chromium is reported above as t o t a l  chromium in sample. 
(2)  *+"' Exceeds STLC Limits. 

FRED R. RIPPY, INC. 
Telephone: (562) 698-9801 

 ax: (562) 945-1 892 
PRECISION STAMPINGS FOR THE ELECTRICAL INDUSTRY 
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Quality C o n t r o l  Summary 

Sample: Glass 
Matrix: STLC Leachate 

I Parts Per Million (mg/L) 

Sample Spike MS MS MSD MSD Spike 
Conc . R e s u l t  %Rec Resul t  %Rec %RPD 

Cadmium 8.9 10 18.2 9 3 18.4 9 5 1.1 

Chromium 2 10 11.6 96 11.6 9 6 0.0 

Copper 1.01 10 10.2 9 2 10.1 91 1.0 

Lead 14.9 10 28 .4  135 25 .7  108 10.0 

N i c k e l  4.5 10 13.9 5 4 13.8 9 3 0.7 

Sample: Laboratory Fortified Blank (LFB) 

Blank Spike  LFB % 
R e s u l t  Conc. Result Recovery 

Cadmium ND 0.1 0.094 9 4 

Chromium ND 0.1 0.097 97 

Copper ND 0.1 0.091 91 

Lead ND 0.1 . O .  101 101 

N i c k e l  ND 0.1 0.095 95 

Date Analyzed: 2-10-00 




